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HUNAN SILOK SILICONE CO.,LTD..

B3 BUILDING, B GROUP, YUPINGSHAN INTERNATIONAL CITY, NORTH XIEYUAN ROAD, ECONOMIC 

DEVELOPMENT ZONE, NINGXIANG, CHANGSHA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : SiCare 9936.

SGS Job No. : CP17-057783 - GZ.

Date of Sample Received :. 24 Oct 2017.

Testing Period :. 24 Oct 2017 - 31 Oct 2017.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Nana Zhang .

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN17-209798.001 Transparent paste.

Remarks :.

(1) 1 mg/kg = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

Siloxanes.

Test Method :. SGS In-house method (GZTC CHEM-TOP-206-01), analysis was performed by GC-MS..

Test Item(s). Unit. MDL. 001.

D5: Decamethyl-cyclopentasiloxane. mg/kg. 30.0 10917.6

Remark : The result(s) shown is/are of the total weight of wet sample..
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Sample photo:.

CANEC1720979810

CAN17-209798.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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